Alloy Specification Chart
(partial listing of most commeon alloys)
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REFEREMNCE RATING* 1 - Excellent 2 - Good 3-Fair 4 -Poor
This Kowvatch Castings, Inc_ Alloys Selection Chart contains only a few of the most commenly spetified casting alloys. Our metallurgical
engineers welcome the apportunity to assist you in selection of the best metals to achieve the desired results with your metal parts.




